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Test Results:

 :ID for specimen 1 CAN09-001698.002

Yellow transparent liquid :Description for specimen 1

Heavy metal(s)

MDLResultUnit Test Method (Reference)Test Item(s)

Cadmium (Cd) N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), ICP-OES

Lead (Pb) N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), ICP-OES

Mercury (Hg) N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), ICP-OES

Hexavalent Chromium (CrVI) by 

alkaline extraction

N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), UV-Vis

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

Test Method (Reference) MDLResultUnitTest Item(s)

Flame Retardants

Sum of PBBs mg/kg - N.D. -

Monobromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Dibromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Tribromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Tetrabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Pentabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Hexabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Heptabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Octabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Nonabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Decabromobiphenyl mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Sum of PBDEs mg/kg - N.D. -

Monobromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Dibromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Tribromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Tetrabromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Pentabromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Hexabromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Heptabromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Octabromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Nonabromodiphenyl ether mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5

Decabromodiphenyl ether ## mg/kg IEC 62321/2nd CDV (111/95/CDV), GC-MS N.D. 5
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Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. "-" = Not regulated

5. ## = The exemption of DecaBDE in polymeric application according 2005/717/EC was overruled by the 

European Court of Justice by its decision of 01.04.2008. Subsequently DecaBDE will be included in the sum of 

PBDE after 01.07.2008

Test Method (Reference) MDLResultUnitTest Item(s)

PFOS （Perfluorooctane sulfonates）

Perfluorooctane sulfonates 

(PFOS) 

PFOS Acid

PFOS Metal Salt

PFOS Amide

mg/kg EPA 3540C: 1996, LC-MS N.D. 10

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

Reference Information: Directive 2006/122/EC

(1) May not be placed on the market or used as a substance or constituent of preparations in a concentration 

equal to or higher than 0.005 % by mass.

(2) May not be placed on the market in semi-finished products or articles, or parts thereof, if the concentration of 

PFOS is equal to or higher than 0.1 % by mass calculated with reference to the mass of structurally or 

microstructurally distinct parts that contain PFOS or, for textiles or other coated materials, if the amount of PFOS 

is equal to or higher than 1μg /m² of the coated material.

Remark: The result(s) of specimen is/are of the total weight of wet sample.
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NO:
Test

Equipment

(量测设备)
Sample1 Sample2 Sample3 Sample4 Sample5 Sample6 Sample7 Sample8

Judgement

(判定)

Note

(备注)

1 B 4.75 4.74 4.72 4.72 4.74 4.73 4.74 4.71 OK

2 C 6.90 6.95 6.91 6.91 6.92 6.88 6.95 6.93 OK

3 C 1.88 1.88 1.85 1.87 1.86 1.87 1.86 1.86 OK

4 C 7.78 7.79 7.81 7.79 7.80 7.77 7.78 7.80 OK

5 B 2.17 2.12 2.15 2.14 2.15 2.15 2.12 2.16 OK

6 B 0.67 0.66 0.66 0.67 0.67 0.68 0.67 0.67 OK

7 B 2.60 2.60 2.59 2.62 2.60 2.61 2.60 2.61 OK

8 C 4.93 4.91 4.95 4.95 4.95 4.92 4.96 4.93 OK

鈦文科技股份有限公司 

TAKE WING TECHNOLOGY CO.,LTD.

   DIMENSION TEST REPORT(尺寸测量记录表)
Sample name

(樣品名稱)
MICRO USB FEMALE

 Report No

(报告编号) TD-CN457S030R-1
Sample No.

(送 样 次 数)
T3

Sample Q'ty.

(樣品數量) 8PCS

Test Equipment (量测设备):A Projector(投影机)   B CMM(2次元)  C:Callipers(卡尺)  D  Micrometer callipers(千分尺)E

Plug guage(塞规)   F:Other(其它)

Inspection SPEC

(测试规格)

Material

Number

(料號)
M103-xxxx-LK

Test  Date

(测试日期) 2008/4/23

4.75±0.15

6.90±0.06
0.02

1.85±0.06
0.02

7.80±0.15

2.15±0.15

0.65±0.15

2.60±0.15

5.00±0.15

Tested by

(检验员)： 薛娜丽

Judgement
(结果判定)

AC
Countermeasure

(改善对策)：

Checked  by

(核决)： David
Inspected  by

(审核)： 黄进



Report No: 

Inspected  by(審核): jim Tested by (检验员):

1,5

2,4

1,31,3

C

1，8

3,7

5

5

4

Sample name
(樣品名稱) 研发部

12 Humidity

Test Requester
(委托部門/單位)

MICRO USB B TYPE
FEMALE (SMT

TYPE)

Sample Q'ty.
(樣品數量)

Test Group
(樣品群組)

40PCS

Ambient
Temp.

(環 境溫度)

鈦文科技股份有限公司
TAKE WING TECHNOLOGY CO.,LTD.

PERFORMANCE TEST REPORT
TD-CN457S030R-1

25℃
Relative
Humidity

(相對濕度)
58%

Test Star Date
(實驗開始日期)

2008/3/5
Test Finish Date
(實驗完成日期)

2008/4/14

Material
Number
(料號)

M103-xxxx-LK

Plastic
Material

(塑膠材質)

Contact Material
 (端子材質)

Shell Material
(鐵殼)

Test Reasons
(測試原因)

■New Produce Validate (新產品)     □ECN (工程變更產品)       □Abnormal Quality  Validate(異常品)  □
Normal Quality Validate(承認)       □Purchase Product Validate (購買品)(Vender(廠商):      )      □The
product credibility test（产品可靠性测试）   □Other(其它):

Component
source

(零件來源)

 ■ Plastic (塑膠)   (  □ Purchase(購買):     ■Self-mastery(自制):  )       ■Contact (端子)  (  □

Purchase(購買):        ■Self-mastery(自制):)     ■Shell (鐵殼)   ( □ Purchase(購買):    ■Self-

mastery(自制): )  □Other(其它):

Test Group(测试群组)

A B HD E GF
Examination of

product

Contact Resistance

Insulation Resistance

Test Description     (測
試項目)

NO:

4

1

2

3

14

Contact Mating
Force

Contact Unmating
Force

5

8

9

10

6

7

15

16

Solderability

Contact Retention
Force

Thermal Shock

Salt Spray

High Temperature
life

Resistance to
Soldering  Heat

11

13

Dielectric
Withstanding Voltage

Mechanical Shock

Vibration

Durability

2

1，13 1，5

2，10 2，4

3，11 2,6

1,3

4，12

5

6，9

7

5，8

2

5

3

5

3

4

3

5

1,6

2,5

2

5

Note(備注) :

Checked  by(核準): 许冬彬

5 5

Judgement
（结果判定）：

David

OK

Improve a counterplan
改善对策：

Number of Test Samples(minimum)
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